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(57) ABSTRACT

A system for repairing a structural component, in particular
an aircraft structural component, includes a repair patch
which is connected to the structural component in such a
manner that it covers an opening in the structural component
resulting from removing a damaged region of the structural
component. A sensor is fastened to the repair patch in a
region of the repair patch covering the opening in the
structural component and is designed to detect strains and/or
stresses occurring in the repair patch. An evaluating device
is adapted to evaluate the strain values and/or stress values
detected by the sensor and, in dependence on the result of
this evaluation, output a signal which is characteristic of the
quality state of the connection between the structural com-
ponent and the repair patch.

23 Claims, 4 Drawing Sheets
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1
SYSTEM AND METHOD FOR REPAIRING A
STRUCTURAL COMPONENT

CROSS REFERENCE TO RELATED
APPLICATION

This application is entitled to and claims the benefit of
German Application No. DE 10 2011 122 059.7 and U.S.
Provisional Application No. 61/579,254, both filed Dec. 22,
2011, the disclosures of which, including the specification,
drawings and abstract, are incorporated herein by reference
in its entirety.

FIELD

The invention relates to a system and a method for
repairing a structural component, in particular an aircraft
structural component.

BACKGROUND

At present, damage in the region of the outer skin of
aircraft is repaired by removing the damaged outer skin
region and riveting on a repair patch. The repair patch is
riveted to the outer skin region adjacent to the damaged
outer skin region in such a manner that an opening in the
aircraft outer skin resulting from removing the damaged
outer skin region is covered. A riveting method of this kind
is described, for example, in DE 10 2006 057 255 B4.
Recently, efforts have been made to use adhesive bonding
methods in aircraft construction when repairing damage to
the aircraft outer skin, i.e. after removing the damaged outer
skin region a repair patch is to be adhesively bonded onto a
region of the aircraft outer skin adjacent to the damaged
outer skin region in such a manner that an opening resulting
from removing the damaged outer skin region is covered.

SUMMARY

The invention is directed at the object of providing a
system and a method for repairing a structural component,
in particular an aircraft structural component, which enable
simple and reliable monitoring and/or checking of the qual-
ity of the repair.

This object is achieved by a system having the features of
the attached system claims and a method having the features
of the attached method claims.

A system according to the invention for repairing a
structural component comprises a repair patch which is
connected to the structural component in such a manner that
it covers an opening in the structural component resulting
from removing a damaged region of the structural compo-
nent. A structural component is understood here to mean a
load-bearing component, i.e. a component which is sub-
jected to mechanical loads during operation. The structural
component is preferably an aircraft structural component, in
particular a component constituting a section of the aircraft
outer skin. The structural component and the repair patch
may, in principle, be made of any desired suitable material,
but preference is given to metals, in particular aluminium or
aluminium alloys, and also fibre-reinforced plastic materi-
als, in particular carbon fibre-reinforced plastic materials.
According to requirements, the structural component and the
repair patch may also be made of the same material or of
different materials. In principle, the repair patch may be
connected to the structural component in any suitable man-
ner, i.e. the repair patch may, for example, be riveted or
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screwed to the structural component. Preferably, however,
the repair patch is adhesively bonded to the structural
component, i.e. the repair patch is adhesively bonded onto a
region of the structural component adjacent to the opening
in the structural component in such a manner that the
opening in the structural component is completely covered
by the repair patch.

The repair system according to the invention further
comprises a sensor which is fastened to the repair patch in
a region of the repair patch covering the opening in the
structural component. The sensor is adapted to detect strains
and/or stresses occurring in the repair patch. On use of the
structural component as a load-bearing component, stresses
introduced into the structural component are also transmitted
to the repair patch. The stress transmission to the repair
patch is all the better, the higher the mechanical strength the
connection between the structural component and the repair
patch. Conversely, fewer stresses are transmitted to the
repair patch if the connection between the structural com-
ponent and the repair patch is less strong or even defective.
Consequently, the strains and/or stresses in the repair patch
which are measured by means of the sensor allow conclu-
sions to be drawn regarding the mechanical strength the
connection between the structural component and the repair
patch. The sensor may be configured in the form of a stress
sensor and be adapted to directly measure stresses occurring
in the repair patch, Alternatively to this, however, the sensor
may also be configured in the form of a strain sensor and
measure material strains occurring in the repair patch, which
for their part allow calculation of the stresses present in the
repair patch.

The system according to the invention for repairing a
structural component further comprises an evaluating device
which is adapted to evaluate the strain values and/or stress
values detected by the sensor. In dependence on the result of
this evaluation, the evaluating device outputs a signal which
is characteristic of the quality state of the connection
between the structural component and the repair patch. In
particular, with the aid of the strain values and/or stress
values measured by means of the sensor, the evaluating
device determines whether the connection between the
repair patch and the structural component meets the desired
quality requirements.

For example, the evaluating device may be adapted to
compare the strain values and/or stress values measured by
means of the sensor with corresponding predetermined
threshold values. The threshold values may, for example, be
strain values and/or stress values characteristic of a desired
mechanical strength of the connection between the structural
component and the repair patch. If the evaluating device
ascertains that the strain values and/or stress values mea-
sured by the sensor lie below the corresponding strain values
and/or stress values characteristic of a desired mechanical
strength of the connection between the structural component
and the repair patch, the evaluating device can then output
a signal that indicates that the connection between the
structural component and the repair patch does not have the
required quality, i.e. the required strength. Furthermore, the
evaluating device may be adapted to take into account strain
values and/or stress values determined immediately after the
structural component has been repaired, when outputting the
signal which is characteristic of the quality state of the
connection between the structural component and the repair
patch. In particular, the evaluating device may be adapted to
output a corresponding warning signal if the strain values
and/or stress values determined by the sensor lie by a
predetermined difference amount below the strain values
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and/or stress values determined immediately after the struc-
tural component has been repaired, and thereby indicate a
loss of strength of the connection between the structural
component and the repair patch.

The system according to the invention enables simple
checking and, if necessary, also continuous monitoring of a
repaired structural component. In particular, a weakening of
the connection between the repair patch and the structural
component can be detected very early. The system according
to the invention is therefore particularly suitable for use in
the repair of an aircraft structural component by means of an
adhesive bonding method. At present, the approved methods
for repairing aircraft outer skin components are restricted to
riveting methods. However, adhesive bonding methods are
easier to carry out, since it is not necessary to make a
damaged aircraft outer skin section accessible from the
inside, i.e. from the interior of the aircraft, in order to
connect a repair patch to the damaged aircraft outer skin
component. Moreover, when using an adhesive bonding
method for repairing a damaged aircraft outer skin region, an
increase in the structural weight due to additional rivets can
be avoided. Furthermore it is possible to eliminate the need
for additionally making rivet holes in the component to be
repaired. It is thereby no longer necessary to keep to
corresponding minimum thicknesses of aircraft outer skin
components. The system according to the invention can thus
help to spread the use of adhesive bonding methods when
repairing aircraft structural components.

The sensor is preferably fastened to the repair patch in the
region of an inner surface of the repair patch. The inner
surface of the repair patch here is understood to mean a
surface of the repair patch facing away from the outside
environment. If the structural component is, for example, a
component constituting a section on an aircraft outer skin,
the inner surface of the repair patch faces the interior of the
aircraft. The sensor is then protected from environmental
influences.

The sensor may be integrated into a measuring module
which, for example, is fastened to the repair patch in the
region of an inner surface of the repair patch. The sensor
integrated into the measuring module is preferably in direct
contact with the surface of the repair patch, i.e. bears, for
example, directly against the inner surface of the repair
patch. Besides the sensor, the measuring module may further
comprise a data store for storing the strain values and/or
stress values detected by the sensor. The data store may also
be designed to store a threshold value for the strain values
and/or stress values in the repair patch. Furthermore, in the
measuring module there may be provided an accumulator
which supplies the sensor and/or further components of the
measuring module with electrical energy. Finally, a trans-
mitter for wireless transmission of signals may be integrated
into the measuring module. The transmitter may, for
example, comprise a processor and/or signal conditioner and
also an antenna. A transmitter for wireless signal transmis-
sion enables cabling of the measuring module to be dis-
pensed with.

The evaluating device for evaluating the strain values
and/or stress values detected by the sensor and for outputting
a signal which is characteristic of the quality state of the
connection between the structural component and the repair
patch may be integrated into the measuring module. The
transmitter is then preferably adapted to transmit the signal,
outputted by the evaluating device and characteristic of the
quality state of the connection between the structural com-
ponent and the repair patch, to a receiving device. The
receiving device may, for example, be configured in the form
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of' a mobile hand-held device. For monitoring or checking
the repaired structural component, the receiving device can
then be brought into the transmitting range of the transmitter,
in order to receive the signal transmitted by the transmitter
in a convenient and time-saving manner. An assessment of
the quality state of the connection between the structural
component and the repair patch is then possible immedi-
ately.

Alternatively to this, the evaluating device may also be
integrated into a receiving device which, in turn, as
described above, may be configured in the form of a mobile
hand-held device. The transmitter is then preferably adapted
to transmit the strain value and/or stress value, detected by
the sensor and/or stored in the data store, to the receiving
device. The evaluating device integrated into the receiving
device then evaluates the signals transmitted by the trans-
mitter to the receiving device and in turn immediately and
conveniently delivers a signal which is characteristic of the
quality state of the connection between the structural com-
ponent and the repair patch.

The system according to the invention may comprise
further components which enable the system to be used for
immediate checking of the quality of the repair of the
structural component, i.e. the quality of the connection
between the structural component and the repair patch. For
this purpose, the system preferably comprises a bridge
element which is temporarily connectable to the structural
component in such a manner that it spans a section of the
structural component comprising the repair patch. The
bridge element may, for example, comprise a base and a
carrier supported by the base. The base is able to keep the
carrier at a desired distance from the surface of the repair
patch or of the structural component.

The shape of the carrier is preferably adapted to the shape
of'the section of the structural component repaired by means
of the repair patch. If the structural component is a compo-
nent constituting an aircraft outer skin section, the shape of
the carrier of the bridge element is consequently preferably
adapted to the curvature of the structural component con-
stituting the aircraft outer skin section. For this purpose, the
carrier may either be formed in a correspondingly curved
manner or be provided with a joint which enables adaptation
of the shape of the carrier to the shape of the structural
component. A carrier provided with a joint is usable par-
ticularly flexibly in cooperation with differently shaped
structural components. Preferably, the bridge element is
provided to be temporarily connected to an outer surface of
the structural component, an outer surface being understood
here to mean a surface of the structural component facing the
outside environment.

The system may further comprise a sealing system which
is adapted to seal a space, defined by the bridge element and
the section of the structural component spanned by the
bridge element, against the outside atmosphere. Further-
more, the system may comprise a negative pressure-gener-
ating device which is adapted to generate, in the space sealed
against the outside atmosphere by the sealing system, a
pressure which is reduced relative to the ambient pressure.
The negative pressure-generating device may, for example,
be configured in the form of a vacuum pump and/or be
provided with a pressure measuring device, for example,
configured in the form of a manometer.

When a pressure, which is reduced relative to the ambient
pressure, is generated with the aid of the negative pressure-
generating device in the space sealed against the outside
atmosphere by the sealing system, this reduced pressure also
acts on an outer surface, i.e. a surface of the repair patch
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lying opposite the inner surface, of the repair patch. The
outer surface of the repair patch faces the carrier of the
bridge element in the state of the structural component when
connected to the bridge element and faces the outside
environment in the state of the structural component when
not connected to the bridge element. The ambient pressure
is in this case taken up by the bridge element and thereby
decoupled from the inner surface of the repair patch. By
contrast, the ambient pressure continues to act on the inner
surface of the repair patch, on which the sensor for detecting
the strains and/or stresses occurring in the repair patch is
mounted. Consequently, the repair patch and in particular
the connection between the repair patch and the structural
component is loaded with the difference between the ambi-
ent pressure and the reduced pressure generated by the
negative pressure-generating device.

Preferably, the negative pressure-generating device gen-
erates, in the space sealed against the outside atmosphere by
the sealing system, such a reduced pressure that the differ-
ential pressure acting on the repair patch and hence the
connection between the repair patch and the structural
component is approximately 640 mbar. This corresponds
roughly to the differential pressure acting, when an aircraft
is flying at cruising altitude, on a repair patch which has been
used to repair an aircraft outer skin component. The stresses
and/or strains occurring in the repair patch can now be
detected by the sensor and evaluated by the evaluating
device. Moreover, a problem with the build-up of a negative
pressure in the space sealed against the outside atmosphere
by the sealing system indicates an untight and consequently
defective connection between the repair patch and the struc-
tural component. This enables simple and reliable checking
of the repaired structural component, i.e. in particular of the
connection between the repair patch and the structural
component under real mechanical loads.

The sealing system may comprise a vacuum film covering
the bridge element and connected to the structural compo-
nent, and a sealing element for sealing the vacuum film
against the structural component. A sealing system of this
kind is comparatively easy to handle and can be removed
from the structural component again comparatively easily
after the connection between the repair patch and the struc-
tural component has been checked.

A method according to the invention for repairing a
structural component, in particular an aircraft structural
component, comprises connecting a repair patch to the
structural component in such a manner that the repair patch
covers an opening in the structural component resulting
from removing a damaged region of the structural compo-
nent. A sensor is fastened to a region of the repair patch
covering the opening in the structural component and is
adapted to detect strains and/or stresses occurring in the
repair patch. The strain values and/or stress values detected
by the sensor are evaluated by means of an evaluating
device. Finally, a signal which is characteristic of the quality
state of the connection between the structural component
and the repair patch is outputted in dependence on the result
of this evaluation by the evaluating device.

The sensor is preferably fastened to the repair patch in the
region of an inner surface of the repair patch.

The method may further comprise storing the strain
values and/or stress values detected by the sensor in a data
store, it being possible for the data store to be integrated into
a measuring module also comprising the sensor. Further-
more, provision may be made for wirelessly transmitting
signals by means of a transmitter which may be integrated
into a measuring module also comprising the sensor.
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The strain values and/or stress values detected by the
sensor may be evaluated by means of an evaluating device
integrated into the measuring module. The transmitter may
then transmit the signal, outputted by the evaluating device
and characteristic of the quality state of the connection
between the structural component and the repair patch, to a
receiving device.

Alternatively to this, the strain values and/or stress values
detected by the sensor may be evaluated by means of an
evaluating device integrated into a receiving device. The
transmitter may then transmit the strain values and/or stress
values, detected by the sensor and/or stored in the data store,
to the receiving device.

The method according to the invention for repairing a
structural component may further comprise checking the
repair quality, i.e. in particular checking the quality of the
connection between the repair patch and the structural
component. For this purpose, a bridge element may be
temporarily connected to the structural component in such a
manner that the bridge element spans a section of the
structural component comprising the repair patch. Subse-
quently, a space, defined by the bridge element and the
section of the structural component spanned by the bridge
element, may be sealed against the outside atmosphere.
Finally, in the space sealed against the outside atmosphere
by the sealing system, a pressure which is reduced relative
to the ambient pressure may be generated.

The space defined by the bridge element and the section
of the structural component spanned by the bridge element
is preferably sealed against the outside atmosphere by means
of'a sealing system which comprises a vacuum film covering
the bridge element and connected to the structural compo-
nent, and a sealing element for sealing the vacuum film
against the structural component.

An above-described system and/or an above-described
method for repairing a structural component is/are usable
particularly advantageously for repairing an aircraft struc-
tural component, in particular an aircraft structural compo-
nent constituting a section of an aircraft outer skin.

BRIEF DESCRIPTION OF THE DRAWINGS

Preferred embodiments of the invention will now be
explained in more detail with reference to the appended
schematic drawings, of which

FIG. 1 shows a system for repairing a structural compo-
nent,

FIG. 2 shows a detail illustration of a measuring module
employed in the system according to FIG. 1,

FIG. 3 shows a sectional view of a system for repairing a
structural component, in which a bridge element is tempo-
rarily connected to the structural component,

FIG. 4 shows a plan view of the system according to FIG.
35

FIG. 5 shows the system according to FIG. 3, in which a
space, defined by the bridge element and the section of the
structural component spanned by the bridge element, is
sealed against the outside atmosphere and connected to a
negative pressure-generating device,

FIG. 6 shows a plan view of the system according to FIG.
5, and

FIG. 7 shows the system according to FIG. 5 when the
negative pressure-generating device generates, in the space
sealed against the outside atmosphere, a pressure which is
reduced relative to the ambient pressure.

DETAILED DESCRIPTION OF EMBODIMENTS

In FIG. 1, a system 10 for repairing a structural compo-
nent 12 is illustrated. In the embodiment shown, the struc-
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tural component 12 is configured in the form of a component
constituting a section of an aircraft outer skin and has an
inner surface 14 facing an interior of the aircraft and an outer
surface 16 facing the outside environment. Formed in the
structural component 12 is an opening 18 which has resulted
from removing a damage region of the structural component
12. The structural component 12 is made of metal, in
particular of aluminium or an aluminium alloy, or from a
fibre-reinforced plastic material, in particular a carbon fibre-
reinforced plastic material.

The opening 18 produced in the structural component 12
by removing the damaged region of the structural compo-
nent 12 is covered by a repair patch 20. The repair patch 20,
which is made of the same material as the structural com-
ponent 12, is adhesively bonded in the region of its edge to
a region of the structural component 12 adjacent to the
opening 18. In particular, the repair patch 20 is adhesively
bonded to the outer surface 16 of the structural component
12.

During the operation of an aircraft in which the structural
component 12 is installed, mechanical loads act on the
structural component 12. In particular, when the aircraft in
flight, a differential pressure acts on the structural compo-
nent 12, since the interior of the aircraft is kept under an
increased pressure relative to the ambient pressure. The
mechanical loads acting on the structural component 12 are
also transmitted to the repair patch 20. The load transmission
here functions all the better, the higher the mechanical
strength of the connection between the structural component
12 and the repair patch 20. In other words, material elon-
gations and stresses which occur in the repair patch 20
during the operation of the aircraft are all the greater, and
ideally correspond to the material strains and stresses occur-
ring in the structural component 12, the higher the strength
of the adhesive bond between the structural component 12
and the repair patch 20.

The system 10 further comprises a sensor 22 which is
fastened to the repair patch 20 in such a manner that it bears
against an inner surface 24 of the repair patch 20. As with
the inner surface 14 of the structural component 12, the inner
surface 24 of the repair patch 20 faces the interior of the
aircraft, whereas an outer surface 26 of the repair patch 20,
as with the outer surface 16 of the structural component 12,
faces the outside environment. The sensor 22 is configured
in the form of a strain sensor, i.e. it is capable of measuring
material strains occurring in the repair patch 20. From the
material strains occurring in the repair patch 20, it is possible
to calculate the stresses which are transmitted by the struc-
tural component 12 to the repair patch 20.

As can best be seen in FIG. 2, the sensor 22 is integrated
into a measuring module 28 which is fastened in a region of
the repair patch 20 covering the opening 18 in the structural
component 12, so that the sensor 22 bears against the inner
surface 24 of the region of the repair patch 20 covering the
opening 18 in the structural component 12. Besides the
sensor 22, the measuring module 28 comprises a data store
30 for storing the strain values detected by the sensor 22.
Furthermore, a transmitter 32 for wireless transmission of
signal is present, which transmitter comprises a processor
and/or signal conditioner 34 and also an antenna 36. The
components of the measuring module 28 are supplied with
electrical energy by an accumulator 38.

The system 10 further comprises a receiving device 40
configured in the form of a mobile hand-held device (see
FIG. 1) which serves to receive the signals transmitted by
the transmitter 32. Into the receiving device 40 is integrated
an evaluating device 42 which is adapted to evaluate strain
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values detected by the sensor 22. For this purpose, the
evaluating device 42 processes the strain values which are
detected by the sensor 22 and transmitted to the receiving
device 40 by the transmitter 32. The strain values detected
by the sensor 22 may be strain values detected directly by
the sensor 22, but also strain values stored in the data store
30.

The evaluating device 42 compares the measured strain
values with a stored threshold value. The threshold value
may, for example, be a strain value which is characteristic of
a desired mechanical strength of the connection between the
structural component 12 and the repair patch 20. If the
measured strain value falls short of the threshold value, the
evaluating device 42 evaluates this as an indication of
insufficient transmission of mechanical stresses by the struc-
tural component 12 to the repair patch 20, which is caused
by alack of strength of the connection between the structural
component 12 and the repair patch 20. In other words, strain
values lying below the threshold value are judged to be an
indication of an (imminent) detachment of the repair patch
20 from the outer surface 16 of the structural component 12.
Consequently, the evaluating device 42 outputs a signal
which is characteristic of the quality state of the connection
between the structural component 12 and the repair patch 20.

The evaluating device 42 may also be integrated into the
measuring module 28. The transmitter 32 then transmits
merely the signal, outputted by the evaluating device 42 and
characteristic of the quality state of the connection between
the structural component 12 and the repair patch 20, to the
mobile receiving device 40. In any case, it is sufficient to
bring the mobile receiving device 40 into the transmitting
range of the transmitter 32. This can be done from outside
the aircraft, i.e. the receiving device 40 can be brought closer
to the outer surface 16 of the structural component 12 or the
outer surface 26 of the repair patch 20 until it comes into the
transmitting range of the transmitter 32. This may be done,
for example, after each flight of the aircraft.

FIGS. 3 to 7 illustrate how the system 10 can be extended
in order to be able to carry out a quality control of the
connection between the structural component 12 and the
repair patch 20 by means of the system 10. For this purpose,
the system 10 is extended by a bridge element 44 which is
temporarily connected to the structural component 12. The
bridge element 44 comprises a base 46 and a carrier 48
supported by the base 46. In the arrangement illustrated in
FIGS. 3 to 7, the carrier 48 of the bridge element 44 has an
oval contour, as does the repair patch 20. The bridge element
44 is connected to the outer surface 16 of the structural
component 12 in such a manner that it spans a section of the
structural component 12 comprising the repair patch 20, the
base 46 keeping the carrier 48 at a defined distance from the
outer surface 16 of the structural component 12 and the outer
surface 26 of the repair patch 20. The shape of the carrier 48
of the bridge element 44 is adapted to the shape of the
structural component 12. For this purpose, the carrier 48 is
provided with a joint 50 which enables the shape of the
carrier 48 to be adapted to the curved shape of the structural
component 12.

When the bridge element 44, as shown in FIGS. 3 and 4,
is connected to the structural component 12, a space 52,
defined by the bridge element 44 and the section of the
structural component 12 spanned by the bridge element 44,
is sealed against the outside atmosphere, see FIGS. 5 and 6.
For this purpose, a sealing system 54 comprising a vacuum
film 56 covering the bridge element 44 is used. The vacuum
film 56 is sealed against the outer surface 16 of the structural
component 12 by means of a sealing element 58. Finally, the



US 9,457,553 B2

9

space 52 sealed against the outside atmosphere is connected
to a negative pressure-generating device 60. In the embodi-
ment shown in the figures, the negative pressure-generating
device 60 is configured in the form of a vacuum pump
equipped with a manometer 62.

As illustrated in FIG. 7, a pressure P, which is reduced
relative to the ambient pressure P, is now generated in the
space 52 sealed against the outside atmosphere by means of
the negative pressure-generating device 60. The ambient
pressure P, then acts on the inner surface 24 of the repair
patch 20, whereas the reduced pressure P, in the space 52
sealed against the outside atmosphere acts on the outer
surface 26 of the repair patch 20 facing the bridge element
44, since the ambient pressure P, which would otherwise
act on the outer surface 26 of the repair patch 20 is taken up
by the bridge element 44. Consequently, the connection
between the repair patch 20 and the structural component 12
is loaded with the differential pressure between the ambient
pressure P, and the reduced pressure P, in the space 52
sealed against the outside atmosphere.

In order to simulate mechanical loads which act, when the
aircraft is flying at cruising altitude, on the repair patch 20,
i.e. the connection between the repair patch 20 and the
structural component 12, the negative pressure-generating
device 60 generates, in the space 52 sealed against the
outside atmosphere, such a pressure P, which is reduced
relative to the ambient pressure P, that a differential pressure
of approx. 640 mbar acts on the repair patch 20. If problems
already occur in the space 52 sealed against the ambient
atmosphere when the pressure P, which is reduced relative
to the ambient pressure P,, is generated, this means that the
connection between the repair patch 20 and the structural
component 12 is not tight and consequently has a lack of
strength. If the generation of the desired negative pressure P,
in the space 52 sealed against the outside atmosphere is
unproblematical, the material strains in the repair patch 20
measured by the strain sensor 22 are used to assess the
quality of the connection between the repair patch 20 and the
structural component 12.

After completion of the quality check, the space 52 can be
put under ambient pressure P, again. Furthermore, the seal-
ing system 54 and the bridge element 44 can be removed
from the structural component 12 again.

The invention claimed is:

1. System for repair of a structural component, in par-

ticular an aircraft structural component, having:

a repair patch which is connected to the structural com-
ponent in such a manner that it covers an opening in the
structural component resulting from removing a dam-
aged region of the structural component,

a sensor which is fastened to the repair patch in a region
of the repair patch covering the opening in the struc-
tural component and is configured to detect at least one
of strains and stresses occurring in the repair patch,

a bridge element which is temporarily connectable to the
structural component in such a manner that it spans a
section of the structural component comprising the
repair patch,

a sealing system which is configured to seal a space,
defined by the bridge element and the section of the
structural component spanned by the bridge element,
against the outside atmosphere,

a negative pressure-generating device configured to gen-
erate, in the space sealed against the outside atmo-
sphere by the sealing system, a pressure which is
reduced relative to the ambient pressure, and
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an evaluating device which is configured to evaluate at
least one of the strain values and the stress values
detected by the sensor and, in dependence on the result
of this evaluation, output a signal which is character-
istic of the quality state of the connection between the
structural component and the repair patch to enable
immediate checking of a quality of the repair patch,

wherein the bridge element comprises a base and a carrier
supported by the base, the base keeping the carrier at a
distance from a surface of the repair patch and the
structural component to define said space sealed by the
sealing system, and

wherein the negative pressure-generating device gener-
ates in the sealed space a reduced pressure acting on the
repair patch, the reduced pressure corresponding to a
differential pressure acting on the repair patch when the
aircraft is flying at cruising altitude.

2. System according to claim 1,

wherein the sensor is fastened to the repair patch in the
region of an inner surface of the repair patch.

3. System according to claim 1,

wherein the sensor is integrated into a measuring module,
which further comprises at least one of:

a data store for storing the at least one of the strain values
and the stress values detected by the sensor and

a transmitter for wireless transmission of signals.

4. System according to claim 3,

wherein the evaluating device is integrated into the mea-
suring module and the transmitter is configured to
transmit the signal, outputted by the evaluating device
and characteristic of the quality state of the connection
between the structural component and the repair patch,
to a receiving device.

5. System according to claim 3,

wherein the evaluating device is integrated into a receiv-
ing device and the transmitter is configured to transmit
the at least one of the strain values and the stress values,
detected by the sensor, to the receiving device.

6. System according to claim 3,

wherein the evaluating device is integrated into a receiv-
ing device and the transmitter is configured to transmit
at least one of the strain values and the stress values
stored in the data store, to the receiving device.

7. System according to claim 1,

wherein the sealing system comprises a vacuum film
covering the bridge element and connected to the
structural component, and a sealing element for sealing
the vacuum film against the structural component.

8. Method for repair of a structural component, in par-

ticular an aircraft structural component, having the steps:

connecting a repair patch to the structural component in
such a manner that the repair patch covers an opening
in the structural component resulting from removing a
damaged region of the structural component,

fastening a sensor, which is configured to detect at least
one of strains and stresses occurring in the repair patch,
to a region of the repair patch covering the opening in
the structural component,

temporarily connecting a bridge element to the structural
component in such a manner that the bridge element
spans a section of the structural component comprising
the repair patch,

sealing a space, defined by the bridge element and the
section of the structural component spanned by the
bridge element, against the outside atmosphere,
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generating, in the space sealed against the outside atmo-
sphere by the sealing system, a pressure which is
reduced relative to the ambient pressure,

evaluating at least one of the strain values and the stress
values detected by the sensor by comparing the at least
one of strains and stresses detected by the sensor with
a threshold value which is characteristic of a desired
quality state of the connection between the structural
component and the repair patch to enable immediate
checking of a quality of the repair patch, and

outputting a signal which is characteristic of the quality
state of the connection between the structural compo-
nent and the repair patch, in dependence on the result
of said comparing operation,

wherein the bridge element comprises a base and a carrier
supported by the base and connecting the bridge ele-
ment, so that the base keeps the carrier at a distance
from a surface of the repair patch and the structural
component to define said space sealed by said sealing,
and

wherein generating the pressure comprises generating in
the sealed space a reduced pressure acting on the repair
patch, so that the reduced pressure corresponds to a
differential pressure acting on the repair patch when the
aircraft is flying at cruising altitude.

9. Method according to claim 8,

wherein the sensor is fastened to the repair patch in the
region of an inner surface of the repair patch.

10. Method according to claim 8,

wherein the method further comprises at least one of:

storing the at least one of the strain values and the stress
values detected by the sensor in a data store which is
integrated into a measuring module also comprising the
sensor, and

wirelessly transmitting signals by means of a transmitter
which is integrated into a measuring module also
comprising the sensor.

11. Method according to claim 10,

wherein the at least one of the strain values and the stress
values detected by the sensor are evaluated by means of
an evaluating device integrated into the measuring
module, and the transmitter transmits the signal, out-
putted by the evaluating device and characteristic of the
quality state of the connection between the structural
component and the repair patch, to a receiving device.

12. Method according to claim 10,

wherein the at least one of the strain values and the stress
values detected by the sensor are evaluated by means of
an evaluating device integrated into a receiving device,
and the transmitter transmits the at least one of the
strain values and the stress values, detected by the
sensor, to the receiving device.

13. Method according to claim 10,

wherein the at least one of the strain values and the stress
values detected by the sensor are evaluated by an
evaluating device integrated in to a receiving device,
and the transmitter transmits the at least one of the
strain values and the stress values stored in the data
store, to the receiving device.

14. Method according to claim 8,

wherein the space defined by the bridge element and the
section of the structural component spanned by the
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bridge element is sealed against the outside atmosphere
by means of a sealing system which comprises a
vacuum film covering the bridge element and con-
nected to the structural component, and a sealing ele-
ment for sealing the vacuum film against the structural
component.

15. A method of use of a system according to claim 1
comprising outputting a warning signal when the signal
indicates that the quality state represents the at least one of
the strain values and the stress values lie by a predetermined
difference amount below at least one of strain values and
stress values determined immediately after the structural
component has been repaired, thereby indicating a loss of
strength of the connection between the structural component
and the repair patch.

16. The method of claim 8 further comprising outputting
a warning signal when the signal indicates that the quality
state represents the at least one of the strain values and the
stress values lie by a predetermined difference amount
below at least one of strain values and stress values deter-
mined immediately after the structural component has been
repaired, thereby indicating a loss of strength of the con-
nection between the structural component and the repair
patch.

17. System according to claim 1, wherein the evaluating
device is structured to compare the at least one of strains and
stresses detected by the sensor with a threshold value which
is characteristic of a desired quality state of the connection
between the structural component and the repair patch, and,
in dependence on the result of this evaluation comparison,
output a signal which is characteristic of the quality state of
the connection between the structural component and the
repair patch.

18. System according to claim 1, wherein the sensor is
integrated into a measuring module which is fastened in a
region of the repair patch covering the opening in the
structural component, so that the sensor bears against an
inner surface of a region of the repair patch covering the
opening in the structural component.

19. Method according to claim 8, wherein the evaluating
operation comprises comparing the at least one of strains
and stresses detected by the sensor with a threshold value
which is characteristic of a desired quality state of the
connection between the structural component and the repair
patch, and outputting a signal which is characteristic of the
quality state of the connection between the structural com-
ponent and the repair patch, in dependence on the result of
said comparing operation.

20. System according to claim 1, wherein the sensor is in
direct contact with a surface of the repair patch.

21. System according to claim 1, wherein the repair patch
is adhesively bonded to an outer surface of the structural
component.

22. Method according to claim 8, wherein fastening the
sensor comprises fastening the sensor in direct contact with
a surface of the repair patch.

23. Method according to claim 8, wherein connecting the
repair patch comprises adhesively bonding the repair patch
to an outer surface of the structural component.
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